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Test Certificate: SMC Roving

Number：200615
Customer Producting Date
Product SMC Roving Total Weight

Specification ER---4800---318 Inspecting Date

Test Item Testing
Method Standard Test Result Conclusion

ROVING LINEAR DENSITY
（Tex） ISO1889 4800±240 4825 pass

MOISTURE CONTENT
（%）

ISO3344 ≤0.1 0.03 pass

LOSS ON IGNITION（%） ISO3344 1.30±0.15 1.32 pass

STIFFNESS (mm) ISO3375 140±20 145 pass

BEAM RATIO（%） -- ≥85 95.34 pass

NET WEIGHT PER DOFF -- 17.0±0.5 17.06 pass

REFERENCE STANDARD GB/T18369---2001

Test condition Ambient temperature 20℃ Relative humidity 70%

Conclusion Measure up

Inspector XIA
Checker YAO Date
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